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(54) Semiconductor light emitting element and manufacturing method thereof

(57) There is disciosed a semiconductor light emit-

ting element formed by selective growth and being high
in light emitting efficiency, in which at least one GaN-
based layer grown by ELO is stacked/formed on a sap-
phire substrate, and a fluorescent substance for con-
verting an ultraviolet light to a visible light is contained
in a selective growth mask material layer for use in this

case. Since this fluorescent substance converts the ul-

traviolet light to the visible light, a binding efficiency of

the ultraviolet light to the fluorescent substance is en-

hanced in either one of a center light emitting type and
UV light emitting type of light emitting elements. By fur-

ther containing the fluorescent substance into a passi-

vation film, the efficiency is further enhanced.
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Description

Cross Reference to Related Application

[0001] This application claims benefit of priority under 5

35 U.S.C. §119 to Japanese Patent Application No.

Heill-362839 (1999), filed on December 21, 1999, the

entire contents of which are incorporated by reference

herein.
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BACKGROUND OF THE INVENTION

[0002] The present invention relates to a semiconduc-
tor light emitting element and a manufacturing method
thereof, and more specifically, to a semiconductor light 15

emitting element which is suitable for a semiconductor
light emitting apparatus with a high light emitting effi-

ciency.

[0003] A storage apparatus utilizing an optical record-

ing has a large storage capacity and is characterized by 20

a long life and a high reliability due to non-contact, so
that this type of apparatus is broadly utilized. As the light

for use herein has a shorter wavelength, a recording

density can be raised, and hence, blue to green light

emitting elements are to be used. Moreover, some novel 25

light emitting elements have been realized such as white
LED' s which obtain a white light by combining a blue

LED with a YAG fluorescent substance.

[0004] As the blue to green light emitting elements, a
light emitting diode (LED) and a laser diode (LD) having 30

a high luminance have been now obtained with a GaN-
based material.

[0005] As a crystal growth technique of this GaN-
based light emitting element, much attention has been
paid to epitaxially laterally overgrown (ELO) in recent 35

years.

[0006] FIG. 1 1A is a sectional view showing an outline

of a growth state in ELO. First, a selective growth mask
2 is formed on a sapphire substrate 1 (FIG. 11 A), and
the growth of a GaN-based film is then performed with <o

ELO, so that for a crystal defect, the GaN-based film

grows so as to embed the selective growth mask owing
to a difference of a growth speed in ELO between lateral

and vertical directions (FIGs. 11 B and 11D). Moreover,

in this case, since the crystal defect is generated along 45

with the fast lateral direction growth, there is very little

transition in the GaN film by ELO on the selective growth

mask. When an epitaxial layer is stacked onto this film

to obtain an element structure (FIG. 11D), a defect den-

sity of a substrate is very low, and therefore a semicon- 50

ductor light emitting element having excellent light emit-

ting properties can be obtained.

[0007] In a light emitting center (D/A) type blue LED
structure of the light emitting diodes (LED) with the high

luminance in which such a GaN-based material is used, 55

InGaN which is an active layer is doped with Si as a do-

nor and zn, Mg or the like as an acceptor, a desired light

emitting wavelength is to be obtained in a light emitting

center, not in a band end, and therefore in addition to a
visible light, numerous ultraviolet (UV) lights are gener-

ated. That is to say, in the case of In 13% in the compo-
sition of this active layer, the light emitting wavelength

in the band end of a center wavelength 400 nm is about

365 nm, but besides the ultraviolet light from the light

emitting center, the ultraviolet light from this band end
is also present, and as injection current is increased, a

proportion of the light emitted from the band end in-

creases. However, this ultraviolet light is not effectively

utilized, so that a light extraction efficiency remains at a

low level.

[0008] Moreover, in a UV light emitting LED which de-

creases In composition and generates only the ultravi-

olet light from the active layer, the generated ultraviolet

light is not effectively extracted, and an external quan-
tum efficiency remains to be low. Furthermore, the

aforementioned ELO technique is utilized only for tran-

sition reduction.

[0009] Additionally, in order to enhance the light emit-

ting efficiency, in the GaN-based semiconductor light

emitting element, it has been proposed to contain the

fluorescent substance at least one of p-type and n-type

semiconductor layers (Japanese Patent Application

Laid-Open No. 82849/2000).

[001 0] However, it is difficult in manufacture to contain

a particulate fluorescent substance in the semiconduc-

tor layer generally formed by vapor phase growth.

SUMMARY OF THE INVENTION

[001 1] The present invention has been developed to

solve the problem, and an object thereof is to provide a

semiconductor light emitting apparatus high in light ex-

traction efficiency.

[0012] According to the present invention, there is

provided a semiconductor light emitting element com-
prising, as a lamination structure:

an insulating substrate;

GaN-based stacked films stacked/formed on said

insulating substrate, one of these films being a

GaN-based film grown by using a selective growth

mask material layer containing a fluorescent sub-

stance for converting an ultraviolet light to a visible

light; and

an active layer, formed on the GaN-based stacked

films, for emitting at least an ultraviolet light compo-
nent.

[0013] According to the semiconductor light emitting

element, since a fluorescent substance is mixed before-

hand into a selective growth mask layer for ELO, it is

possible to convert an ultraviolet light which has here-

tofore failed to be effectively utilized to a visible light in

the vicinity of an active layer, and a bonding efficiency

with the fluorescent substance can remarkably be en-

hanced.
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[00 14] A topmost layer may further preferably be pro-

vided with a protective layer containing the fluorescent

substance, and a light emitting efficiency can further be
enhanced by raising a conversion efficiency to the visi-

ble light from the ultraviolet light.

[0015] A lens may be formed on an insulating sub-

strate back surface side, thereby it is possible to extract

the light from the back-surface side, and the present in-

vention can also be applied to flip chip mounting or the

(ike.

[0016] A thickness of the selective growth mask layer

containing the fluorescent substance may be 50 nm or

more, 20 urn or less.

BRIEF DESCRIPTION OF DRAWINGS

[001 7] FIG. 1 is an element sectional view showing a
constitution of a semiconductor light emitting element
according to the present invention.

[0018] FIG. 2 is a sectional view showing a structure

of a semiconductor light emitting apparatus using the

semiconductor light emitting element shown in FIG. 1.

[001 9] FIG. 3 is a schematic view showing a light emit-

ting operation in the semiconductor light emitting ele-

ment according to the present invention.

[0020] FIG. 4 is a graph showing a light emitting in-

tensity distribution of the semiconductor light emitting

element shown in FIG. 3.

[0021] FIG. 5 is an element sectional view showing a
modification example of the semiconductor light emit-

ting element.

[0022] FIG. 6 is a schematic diagram showing a light

emitting operation in the semiconductor light emitting el-

ement of a UV light emitting type.

[0023] FIG. 7 is a plan view showing a pattern shape
of a selective growth mask.

[0024] FIG. 8 is a plan view showing another pattern

shape of the selective growth mask.

[0025] FIG. 9 is a plan view showing still another pat-

tern shape of the selective growth mask.

[0026] FIGs. 10A to 10D are step sectional views

showing a manufacture process of the semiconductor
light emitting element according to the present inven-

tion.

[0027] FIGs. 11A to 11 D are step sectional views

showing a growth state by an ELO mask and ELO.

DESCRIPTION OF THE PREFERRED
EMBODIMENTS

[0028] An embodiment of the present invention will be
described hereinafter in detail with reference to the

drawings.

[0029] FIG. 1 is a sectional view showing a structure

of a semiconductor light emitting element 10 according

to the present invention.

[0030] A GaN buffer layer 1 2 and n-GaN layer 1 3 are

stacked on a sapphire substrate 11, on the layers an

4

ELO mask layer 1 5 formed of SiOz uniformly mixed with

a fluorescent substance is stacked, on the layer an n-

GaN layer 16 formed using the mask with ELO, further

an InGaN active layer 17, p-AIGaN gap layer 18, p-GaN
5 clad layer 1 9 and p

+-GaN contact layer 20 are stacked,

a transparent electrode 22 is formed on a light extraction

surface of the p
+-GaN contact layer 20, a p-electrode

24 to contact the transparent electrode and an n-elec-

trode 25 on the exposed n-GaN layer 16 are formed,

10 respectively, and the entire surface is covered with pas-

sivation films 21 and 23. This passivation film is also

mixed with the fluorescent material.

[0031] Additionally, the active layer is here an

AljJnyGa^.yN (0^x^0.1 £y£1)film, but various films

is such as a BzGa 1 .2N (0 ^ z <, 1) film can be used.

[0032] FIG. 2 is a sectional view showing a constitu-

tion of a semiconductor light emitting apparatus 30 using

the semiconductor light emitting element 10 of the

present invention.

20 [0033] The semiconductor light emitting element 1 0 is

mounted on a stem 31, and the p-electrode 24 of the

semiconductor light emitting element 10 is connected to

the stem 31 and the n-electrode 25 is connected to a

lead 32 via wires 33, respectively. Moreover, the entire

25 apparatus is covered with a cap 35.

[0034] FIG. 3 is a schematic view showing a light emit-

ting operation of the semiconductor light emitting ele-

ment shown in FIG. 1 . Here, a light emitting center type

will be described.

30 [0035] A light emitted from the InGaN active layer 1

7

as a light emitting layer is discharged in all directions

(spherical shape), and an ultraviolet light component
hits the fluorescent substance contained in the passiva-

tion film 23 and is converted to a visible light. Specifical-

35 |y, the fluorescent substance also serves as a light emit-

ting source.

[0036] Additionally, a light 43 turning directly to a sub-

strate side from the active layer 1 7 is reflected by an

insulating substrate bottom surface, that is, a lead frame
40 reflective surface, and is extracted from above.

[0037] As a result, since a part of the ultraviolet light

component in a light 44 finally discharged from the light

emitting element serves as a visible light component, a

light emitting amount as the visible light increases.

45 [0038] FIG. 4 is a graph showing this state. In the light

emitting apparatus of a usual center light emitting type

shown by a solid line, a light emitted from the active layer

has peaks in a visible light band and ultraviolet light

band, while in the light emitting apparatus of the present
so invention shown by a broken line, the peaks are reduced

to one by using the fluorescent substance in the ELO
mask to perform conversion, and it is seen that the light

emitting amount in the visible light band increases.

[0039] Moreover, to contain the fluorescent sub-

55 stance in the ELO mask material in this manner is easier

in manufacture than to contain the fluorescent sub-

stance in the semiconductor layer, as proposed conven-

tionally.
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[0040] Additionally, since a GaN-based material and
sapphire substrate 11 are both transparent to the visible

light, the converted light can effectively be extracted

from a sapphire substrate side, that is, an element lower

surface side. 5

[0041] FIG. 5 shows a modification example of the

semiconductor light emitting element shown in FIG. 1,

and a light turning downward from the active layer 17 is

positively utilized. Here, in order to enhance an extrac-

tion efficiency, a lens 50 is formed on the undersurface 10

of the sapphire substrate 11

.

[0042] Moreover, since it is unnecessary to extract the

light from the surface, the transparent electrode neces-

sary in the constitution of FIG. 1 is omitted, and the p-

electrode 24 is directly connected to the contact layer 15

20. Therefore, contact resistance can be reduced.

[0043] By employing this constitution, it is possible to

effectively extract the light from a back surface side

which could not be extracted. Therefore, it is possible to

manufacture a so-called flip chip mount type back sur- 20

face emitting LED which performs light extraction from

the back surface. Additionally, for flip chip mount, an as-

sembly process is simplified, and a cost down effect is

large.

[0044] FIG. 6 shows a light emitting operation in an 25

example in which the present invention is applied to a
UV light emitting LED. An ultraviolet ray is radiated in all

directions from the active layer 18, but when the fluo-

rescent substance in the ELO mask 1 5 is irradiated with

the ultraviolet ray, the fluorescent substance serves as 30

a light emitting substance to emit the visible light. In oth-

er words, the fluorescent substance acts as a visible

light source.

[0045] FIGS. 7 to 9 show embodiments of a mask lay-

er pattern, and patterns such as a striped pattern 51 35

shown in FIG. 7, a grid pattern 52 shown in FIG. 8, and
a polka-dot pattern 53 shown in FIG. 9 can be selected.

[0046] Additionally, by appropriately selecting the flu-

orescent substance, blue light emission is performed in

the active layer, and mixed color conversion to yellow *o

can be performed by the fluorescent substance in the

ELO mask.

[0047] FiGs. 10A to 10D are step sectional views

showing a manufacture process of the semiconductor

light emitting element according to the present inven- 45

tion.

[0048] First, the sapphire substrate 11 is prepared,

and the GaN buffer layer 12 and n-GaN layer 13 are

successively grown on the surface of the substrate (FIG.

10A). 50

[0049] Subsequently, liquidized Si02 , for example, a

material obtained by uniformly mixing the fluorescent

substance with a tradename OCD (manufactured by To-

kyo ohka Kogyo Co., Ltd.) is uniformly applied with a

spinner or the like, and a mask layer 1 4 with a film thick- 55

ness of 50 nm or more, 20 nm or less is formed (FIG.

1 0B). Amaterial of this mask layer will be described later.

[0050] Subsequently, the mask layer 14 is patterned

by photolithography, and the mask pattern 15 for ELO
is formed (FIG. 10C).

[0051] Moreover, this mask is used to perform ELO
and grow the n-GaN layer 16, and further on the layer

the InGaN active layer 17, p-AIGaN cap layer 1 8, p-GaN
clad layer 19, and p

+-GaN contact layer 20 are succes-

sively grown (FIG. 10D).

[0052] Subsequently, a part of the element is etched

as shown in FIG. 1 to expose an n-contact surface, the

passivation film 21 is formed over the entire surface, a

most part of the passivation film 21 on the p
+-GaN con-

tact layer 20 is removed, the transparent electrode 22

is selectively formed in the part, and the passivation film

23 is formed to cover the transparent electrode 22.

These passivation films 21 and 23 are mixed with the

fluorescent substance.

[0053] Subsequently, by selectively removing the

passivation films 21 and 23 to expose a part of the end

of the transparent electrode and a part of the n-contact

surface, and forming the p-electrode 24 and n-electrode

25 in respective places, the light emitting element 30 is

obtained.

[0054] In this embodiment, the passivation films 21

and 23 are mixed with the fluorescent substance, but

the mixing of the fluorescent substance only with the

passivation film 23 on the transparent electrode is func-

tionally sufficient, and the passivation film may contain

no fluorescent substance.

[0055] Furthermore, instead of the passivation film 23

formed on the transparent electrode, a fluorescent layer

may be formed.

[0056] To use the semiconductor light emitting ele-

ment formed in this manner and manufacture the sem-

iconductor light emitting apparatus, the semiconductor

light emitting element is mounted on the mount member
31 such as a lead frame, the p-electrode 24 is connected

to the frame 31 via the metal wire 33, the rvelectrode 25

is connected to the lead 32 via the metal wire, and the

semiconductor light emitting element 1 0 is filled with res-

in 34 or the like on the lead frame. The resin 34 can

contain the fluorescent substance. By containing the en-

tire element into the cap 35 at least a top surface of

which is transparent, the semiconductor light emitting

apparatus is completed.

[0057] Here, as the fluorescent substance mixed in

the ELO mask pattern or the passivation film, for exam-

ple, (Ba, Ca)B407 (tradename CMZ-152 manufactured

by Asahi Chemical Industry Co., Ltd.) and (CaSr)2P207

(tradename CMZ-165 manufactured by Asahi Chemical

Industry Co., Ltd.) are used.

[0058] A fluorescent slurry for applying the fluores-

cent substance is prepared as follows.

[0059] By first preparing 1 .5% of NC binder obtained

by mixing 1.5 wt% of nitrocellulose (e.g., H 12000 by

Asahi Chemical Industry Co., Ltd.) with 98.5% of butyl

acetate, mixing 1 00 g in total of a mixture of the afore-

mentioned fluorescent substance (Ba, Ca)B407 (trade-

name CMZ-152 manufactured by Asahi Chemical In-

40

45

50
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dustry Co., Ltd.) and (CaSr)2P207 (tradename CM2-
165 manufactured by Asahi Chemical Industry Co.,

Ltd.), 100 CC of the NC binder, and 5 CC of a binding

agent mixture containing glass beads finely pulverized

by milling, adding butyl acetate as a viscosity modifier

to perform mixing/agitating for 24 hours or more, and
passing the mixture through a 200 or 250 mesh filter,

the fluorescent slurry is obtained.

[0060] This fluorescent slurry is applied. However, in

a case in which a binding force is weak although suffi-

cient milling is performed, an addition amount of NC
binder is increased. When the binding force is exces-

sively strong, a blend ratio of the fluorescent substance
may be changed to solve the problem.

[0061] The applied fluorescent slurry is baked at a

temperature of around 550°C to solidify.

[0062] Additionally, without using such inorganic bind-

er, an organic solvent or the like is used to apply the

fluorescent substance, and the fluorescent substance
can be left by performing heating to evaporate the sol-

vent.

[0063] As described above, according to the semicon-

ductor light emitting apparatus of the present invention,

since the fluorescent substance is mixed beforehand in

the selective growth mask material, it is possible to con-

vert a part of the ultraviolet light emitted from the light

emitting layer to the visible light in the vicinity of the ac-

tive layer, and the light emitting efficiency of the entire

light emitting apparatus can remarkably be enhanced.

[0064] Moreover, by further disposing a protective film

containing the fluorescent substance on its topmost lay-

er, the conversion efficiency to the visible light from the

ultraviolet light is further enhanced, and the light emit-

ting efficiency is further enhanced.

[0065] Furthermore, according to the manufacturing

method of the semiconductor light emitting apparatus of

the present invention, the selective growth mask con-

taining the fluorescent substance is securely formed by

evaporation of the inorganic binder and organic solvent,

and the semiconductor light emitting element with a high

light emitting efficiency can steadily be manufactured.

Claims

1 . A semiconductor light emitting element comprising,

as a lamination structure:

10. The manufacturing method of the semiconductor

light emitting element according to claim 9 wherein

the step of stacking said mask material comprises

a step of supplying the mask material containing

said fluorescent substance together with a solvent,

and evaporating a solvent component in the vicinity

of 500°C to obtain the mask material.

2. The semiconductor light emitting element accord-

ing to claim 1 , further comprising a protective film

containing the fluorescent substance on a topmost

layer.

15

20

30 8.

35 9.

40

an insulating substrate;

GaN-based stacked films stacked/formed on

said insulating substrate, one of these films be-

ing a GaN-based film grown by using a selec-

tive growth mask material layer containing a flu-

orescent substance for converting an ultraviolet

light to a visible light; and
an active layer, formed on the GaN-based
stacked films, for emitting at least an ultraviolet

light component.

50

55

The semiconductor light emitting element accord-

ing to claim 1 wherein said light emitting layer in-

cludes an AynyGa^yN (0 £ x £ 0.1 £ y £ 1) film,

or a B2Ga 1 .2N (0 <> z £ 1) film.

The semiconductor light emitting element accord-

ing to claim 1 wherein the selective growth mask
material layer containing said fluorescent sub-

stance is formed in a stripe shape.

The semiconductor light emitting element accord-

ing to claim 1 wherein the selective growth mask
material layer containing said fluorescent sub-

stance is formed in a grid shape.

The semiconductor light emitting element accord-

ing to claim 1 wherein the selective growth mask
material layer containing said fluorescent sub-

stance is formed in a polka-dot pattern.

The semiconductor light emitting element accord-

ing to claim 1 , further comprising a lens formed on

a back surface side of said insulating substrate.

The semiconductor light emitting element accord-

ing to claim 1 wherein a thickness of the mask layer

containing said fluorescent substance is in a range

of 50 nm to 20 nm.

A manufacturing method of a semiconductor light

emitting element, comprising:

a step of forming a stack of a GaN-based sem-

iconductor layer on an insulating substrate,

said step comprising steps of using a fluores-

cent substance for converting an ultraviolet

light to a visible light or a coat material contain-

ing the fluorescent substance as a base mate-

rial to partially stack a mask material for selec-

tive growth and using the mask material layer

to grow a GaN-based film; and

a step of stacking an active layer for emitting at

least the ultraviolet light on this GaN-based
semiconductor layer stack.

5
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11. The manufacturing method of the semiconductor
light emitting element according to claim 9 wherein
the mask material containing said fluorescent sub-

stance is supplied together with an inorganic binder,

heated/sealed and obtained. 5

12. The manufacturing method of the semiconductor
light emitting element according to claim 11 wherein
the inorganic binder is silicon oxide.

10
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FIG.3
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FIG.9
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